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NANJING SISIB SILICONES CO.,LTD. .

GUANGHUA SCIENCE AND TECHNOLOGY INDUSTRIAL PARK, NO.104, GUANGHUA RD, NANJING 

CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : SiSiB HF2050-70H18 

Hydride Silicone Fluid .

SGS Job No. : SP21-013306 - SH .

Model No. :. HF2050-70H18.

Lot No. :. HF2050-70H18210428 .

Date of Sample Received : . 30 Apr 2021.

Testing Period : . 30 Apr 2021 - 10 May 2021 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Tom Ni.

Approved Signatory .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. SHA21-083641.003 Colorless transparent liquid .

Remarks :.

(1) 1 mg/kg = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Siloxane.

Test Method : . Solvent extraction, analysis was performed by GC-MS. .

CAS NO.Test Item(s). Unit. MDL. 003.

Hexamethylcyclotrisiloxane(D3) . 541-05-9. mg/kg. 5 ND.

Octamethylcyclotetrasiloxane 

(D4).

556-67-2. mg/kg. 5 ND.

Decamethylcyclopentasiloxane 

(D5).

541-02-6. mg/kg. 5 ND.

Dodecamethylcyclohexasiloxan

e(D6).

540-97-6. mg/kg. 5 170.

Tetradecamethylcycloheptasilox

ane(D7).

107-50-6. mg/kg. 5 327.

Hexadecamethylcyclooctasiloxa

ne(D8).

556-68-3. mg/kg. 5 181.

Octadecamethylcyclononasiloxa

ne(D9).

556-71-8. mg/kg. 5 118.

Eicosamethylcyclodecasiloxane(

D10).

18772-36-6. mg/kg. 5 42.

Notes :.

Tetradecamethylcycloheptasiloxane, Hexadecamethylcyclooctasiloxane , 

 Octadecamethylcyclononasiloxane and Eicosamethylcyclodecasiloxane was analyzed 

semi-quantitatively. .
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ATTACHMENTS 

 

Siloxane Testing Flow Chart 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Sample cutting/preparation 

Sample measurement 

Solvent extraction 

Concentration/Dilution 

Filtration 

GC-MS 

DATA 
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Sample photo: .

SHAEC2108364103

SHA21-083641.003 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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